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PED®EPAT

[TosicutoBasibHA 3amucka: cTOpiHKKM 68, pucynkiB 38, 10 mxepen
iH(opmMmariii, 2 107aTKH.

O0'eKkT po3pol/IeHHsI — TEXHOJOTTYHI MPOIECH BIJTHOBJIEHHS 3HOIIEHUX
BaJliB MEXaHIYHOI KOPOOKM Tepeaad, iX TepMiuyHOT OOpPOOKH 1 KOHTPOIIIO
MOIIKOJIKEHb.

MeTta po60TH - OOTpYHTYBaHHS TEXHOJIOTIH 110 32a0€3MeYyI0Th HEOOXiHY
SKICTh BIJTHOBJICHHS BaJIiB MEXaHIYHOT KOPOOKH Iepeay 3 MAIMMHU BeIMYMHAMHA
3HOCY Ha OCHOBI 3aCTOCYBaHHSI BHCOKONPOAYKTHUBHUX CHOCOOIB HaHECEHHS
HaTJTaBJICHHS.

Y Berymi omucaHO MPHW3HAYCHHS MEXaHIYHOI KOpOoOKW rmepenady, il
KOHCTPYKLiI0 Ta MNpUHUUI poOoTH. OOIPpYHTOBAHO MEpeiK 3aBAaHb I
JOCSITHEHHSI METH JIUTITIOMHOTO TPOEKTY.

Y KOHCTPYKTOPCHKOMY PO3JILJI PO3IIIIHYTO: OOTpYHTYBaHHS 1H)KEHEPHUM
pPO3paxyHKOM TMpaie3JaTHICTh 3y04acTHUX 3aderuieHb Ta BaJiB MEXaHIYHOl
KOpPOOKH Tiepesiad, MpoBEICHI OCHOBHI PO3PaxXyHKH Ha MIIHICTh 32 JOTIOMOT OO
MCE metony y CAIIP Autodesk Fusion 360.

VY posgimi ceprudikaiii Ta 3a0e3meUeHHs] SKOCTI OIMHUCAHO METOIU
KOHTPOJTIO SIKOCT1 TEXHOJIOT1M BIJHOBJICHHS 3HOIICHUX BaJll MEXaHIYHOI KOPOOKH
nepenad.

MEXAHIYHA KOPOBKA [MEPEJIAY, TEXHOJIOI'TA
BIITHOBJIEHH/I, BIFPOJAYT'OBE HAITJIABJIEHH .

['padiuyna yacThHA MPOEKTY cKianae 12 crnaiia npe3eHTarti.
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